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D12
.500±.013

D13
.250±.006
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TOP FINISH - SPI-B2 
NO TOOL OR SCUFF MARKS

D14
.125±.006

RMA-A2-T0.016"

NOTES:

RoHS APPROVED

BOTTOM AND SIDES
STANDARD SAND 

BLAST FINISH

Tensile Strength ASTMD412 Mpa 10.8

Elongation at break ASTMD412 % 273.2

Hardness ASTMD2240 61

Compression set   (22hrs @ 175ºC) ASTMD395 % 6.5

Density ASTMD3165 1.852

Heat aging   (70hrs @ 200ºC)

Change in Tensile strength ASTMD573 % 11.1

Change in Elongation ASTMD573 % -30

Change in Hardness ASTMD573 2.6

Compression Stress Modulus 

Compression 5% Mpa 0.3

Compression 10% Mpa 0.61

Compression 20% Mpa 1.22

Compression 25% Mpa 1.71
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